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Thin film Ge23Sb7S70 chalcogenide glass has emerged as an important material system for photonic appli-
cations due to its high non-linear refractive index. However, one of the challenges is developing low-cost
methods to deposit films of glassy material while retaining glass stoichiometry and high film quality. In
this paper, we demonstrate a spin-coating technique for the deposition of such films. The dissolution
mechanisms of Ge23Sb7S70 in different solvents are studied in order to select the optimal solvent for film
deposition. We show that the use of amine-based solvents allow the deposition of stoichiometric films in
contrast to alkaline solutions. Films with low surface roughness (RMS roughness <5 nm) and controlled
thickness (100–600 nm) can be deposited from solutions. We also show that annealing the films in vac-
uum decreases the amount of residual solvent, the presence of which is expected to lead to variation in
optical properties of the thin films.

� 2009 Published by Elsevier B.V.
1. Introduction area, thick film, or localized material deposition [17]. For useful
Chalcogenide glasses are important low-loss mid-infrared
materials [1] that exhibit a wide range of photo-induced phenom-
ena and optical nonlinearities [2,3]. They are ideal candidates for
various applications in infrared optics, such as optical discs, phase
change memory, photolithography, holography, all-optical switch-
ing, laser written waveguides and photonic crystals [4–6]. In addi-
tion, the photosensitive properties of chalcogenide glasses enable
optical tuning of photonic structures, such as tuning for solid-state
lasers [7,8], photonic crystal waveguides [9] and cavities [10].

In particular, ternary chalcogenide Ge–Sb–S films have
drawn attention for their high non-linear optical properties and
compositional dependencies of various properties either within
the Ge–Sb–S film system [11,12], or within the quaternary system
Ge–Sb–S–Se realized by progressively replacing sulfur with sele-
nium [13,14]. For example, with the substitution of S by Se in the
Ge–Sb–S–Se system, the glass transition temperature decreases
while the density increases, making optimization of the glass com-
position for specific applications possible.

Ge–Sb–S films in particular, and chalcogenide thin films in gen-
eral, are conventionally prepared by vacuum coating techniques
(thermal evaporation or sputtering) or pulsed laser deposition
[15,16]. Whereas these are common approaches to thin film depo-
sition, less conventional techniques such as spin-coating of glassy
films from solution can have certain advantages for realizing large
Elsevier B.V.
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optical device manufacturing, it is important to retain the bulk
glass stoichiometry in deposited thin films, since glass properties
critically depend on material compositions [13]. In addition,
obtaining high uniformity in refractive index, film thickness and
low surface roughness requires careful optimization of the film
deposition process.

Spin-coating of chalcogenide glass films is a low-cost, scalable
method that provides additional flexibility in adding these impor-
tant materials to existing devices. Chern and Lauks first introduced
the spin-coating deposition method of preparing chalcogenide
films in 1982 [17]. They demonstrated that amorphous chalcogen-
ide films can be deposited from their solutions and retain many of
the solute properties. Thermal, optical and structural properties of
spin-coated As2S3 films deposited from propylamine or butylamine
have been processed along with other binary chalcogenide systems
(e.g., As2S2, As2Se3, As2Te3 and GeSe) [18,19]. Subsequent to these
initial efforts, several groups have extended efforts to produce
spin-coated chalcogenide films of As2S3, As2Se3 and Sb2S3 and
investigated potential applications such as high-resolution photo-
resists and holographic gratings [20–23]. Spin-coating approaches
have the added advantage that the same solutions can be adopted
for other precision dispensing techniques such as ink jet or laser di-
rect write [24,25], giving spatial control over the location of the
added material with programmable patterns.

In this paper, the dissolution mechanism of the Ge23Sb7S70 in
different solvents is studied and compared as a function of the
dissolution solvent. Glass film surface compositions are analyzed
for films deposited from solutions with different solvents and
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glass/solvent ratios. We describe how the film deposition parame-
ters can be optimized for depositing low surface defect films with
good thickness uniformity and homogeneous optical properties.
Lastly, we discuss the effect of the annealing on the amount of
residual solvent in the film and its impact on the optical properties
of the film.
2. Experimental

2.1. Bulk material preparation and film deposition

Ge23Sb7S70 glasses and As2S3 glasses used as reference materials
are prepared using a standard melting process described elsewhere
[13]. The glasses are melted from high purity elements (As: Alfa-
Aesar 99.999%, Ge: Sigma–Aldrich 99.999%, Sb: Alfa-Aesar
99.999% and S: Cerac 99.999%) which are weighed and batched in-
side a nitrogen-purged glove box and sealed using a gas–oxygen
torch under vacuum into quartz ampoules at 100 �C. The ampoule
is heated for 24 h to 800 or 925 �C, depending on composition. A
rocking furnace is used to rock the ampoule during the melting
process to increase the homogeneity of the melt. Once homoge-
nized, the melt-containing ampoule is air-quenched and annealed
at 40 �C below the glass transition temperature, Tg, for 15 h. Using
energy-dispersive X-ray spectroscopy (EDS), the composition of
the resultant bulk glass is found to be identical to the initial con-
centrations introduced in the batch.

Solutions of Ge23Sb7S70 are prepared by dissolving bulk
Ge23Sb7S70 pieces into various solvents. The bulk glass samples
are cut into 5 � 5 � 2 mm blocks for weight loss measurements.
In other cases, the bulk pieces are manually ground into a fine
powder with sizes between 10 and 100 lm to increase the surface
area and therefore to shorten the dissolution time. The dissolution
is carried out inside a sealed glass container to prevent solvent
evaporation. A magnetic stirrer is used to expedite the dissolution
process. The resulting solution is stored inside a nitrogen-purged
glove box, with less than 1 ppm of O2 and H2O, in order to elimi-
nate possible sources of oxygen or water incorporation into solu-
tions and subsequent films. The solution is then centrifuged at a
speed of 3000 rpm for 3 min to remove any suspended or undis-
solved particulate or impurities [22]. One milliliter of the solution
is pipetted onto the substrate, and the substrate is spun at
1000 rpm for 30 s. The resulting films are annealed in a nitrogen
atmosphere at 90 �C for 1 h immediately after coating and then
heated at 180 �C for 1 h in vacuum to remove excess solvent and
to further densify the film. In this study, the investigated thin films
of Ge23Sb7S70 glass have been deposited onto either silicon wafers
for energy-dispersive X-ray spectroscopy (EDS) and infrared spec-
troscopy, or onto glass microscope slides for optical spectroscopy
and Zygo optical profilometry.

The surface composition of the films is examined using energy-
dispersive spectroscopy (EDS) with a Hitachi model 3400 scanning
electron microscope (SEM), equipped with an Oxford instruments
EDS accessory. SEM micrographs and EDS spectra are obtained at
20 keV under variable pressure mode, typically at 30 Pa, in order
to avoid sample charging. The surface profile of the films is mea-
sured with a Zygo Corp. NewView 6300 white light interferometer
microscope, under a 20�microscope objective and 0.5� zoom, giv-
ing a total magnification of 10� with an approximate resolution of
0.1 nm vertically and 1 lm laterally.
2.2. Dissolution kinetics and reaction order of chalcogenide glasses in
solutions

Dissolution experiments on bulk glasses are conducted using
aqueous solutions of potassium hydroxide (Alfa-Aesar, 50%),
ammonium hydroxide (Aldrich, 30%), propylamine (Aldrich, 98%)
or butylamine (Aldrich, 99.5%). The glass samples are first cut into
5 � 5 � 2 mm rectangular blocks. Glass samples of known starting
mass are immersed in solution and periodically removed for
weight loss measurements to ascertain dissolution rate data. Dur-
ing the dissolution rate experiments, solution is left at ambient
temperature and agitated with a magnetic stirrer at up to
800 rpm. The weight loss of a given sample is measured at 3–
15 min intervals for up to 3 h depending on the solvent concentra-
tion. Based on these measurements, the dissolution rate W (moles
structure units/cm2 s) is calculated using the following equation
[26,27]:

W ¼ Dm=ðS�M � DtÞ; ð1Þ

where Dm is the loss of weight (g), S the total surface area of the ini-
tial bulk glass specimen (cm2), M the molecular weight of AsS3/2 or
GeS4/2 and SbS3/2 (g/mol) and Dt the total lapsed time (s).

As the sample mass and surface area are kept constant, the var-
iation of the dissolution rate (ChG + solvent ? products) as a func-
tion of solvent (amine or hydroxide) concentration can be
expressed as

W / Cn; ð2Þ

where W is the dissolution rate defined above, C the ionic concen-
tration of the solvent (amine or hydroxide ion) in mol/L and n the
reaction order.

The reaction order with respect to the solvent can then be
determined from the slope of the linear regression of the log–log
plot,

logðWÞ ¼ n � logðCÞ þ logðkÞ: ð3Þ
2.3. Optical properties measurement

The UV–Vis transmission spectra of the films are measured
using an Ocean Optics HR4000 high-resolution spectrometer,
whereas the infrared transmission spectra are measured with a
Nicolet Fourier transform infrared (FTIR) spectrometer using a
cooled mercury cadmium telluride (MCT) detector with a resolu-
tion of 4 cm�1. Spectroscopic ellipsometry is also used to examine
the refractive index. Ellipsometry is performed using a J.A. Wool-
lam model M-44 spectroscopic ellipsometer which incorporates a
variable angle stage allowing adjustment of the incident angle.
The instrument operates on a rotating polarizer principle, in which
the polarization of incoming light is varied, and reflected intensity
is recorded with a grating coupled CCD over a wavelength range of
600–1100 nm. Thus, ellipsometric data was recorded at 55� and
75� angles of incidence, and data for both incident angles simulta-
neously fit with a Cauchy dispersion model using the instrument’s
software (WVASE32). The simultaneous fitting at multiple angles
allows the simultaneous determination of both film thickness
and refractive index dispersion.

3. Results

To be useful for device manufacturing, the spin-coated
Ge23Sb7S70 films are expected to have (i) composition similar to
the bulk glass, (ii) low surface roughness (<5 nm) and (iii) unifor-
mity in refractive index and thickness over the scale of a micro-
scope slide. To achieve these requirements, the dissolution
kinetics and reaction order of the glass have been studied as a func-
tion of different solvents and has been compared to those of the
well-known As2S3 glass. Then we explain how to optimize the
spin-coating process to deposit thin films which possess low
surface roughness and good uniformity in thickness and refractive
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index. Finally, we discuss the effect of the atmosphere during the
film deposition process and the impact of annealing on the optical
properties of the resulting film.
3.1. Dissolution kinetics and reaction order of chalcogenide glasses in
solutions

It is well known that chalcogenide glasses can be dissolved in
alkaline solution [28]. Borisova showed the chemical reaction at
the glass surface is the rate-determining factor. The dissolution
process for As2S3 glass in amine and hydroxide solutions has been
well studied in recent years [29–32]; however the dissolution
mechanism of Ge23Sb7S70 glass remains unknown. A study of the
dissolution mechanism of Ge23Sb7S70 glass in different solvents re-
veals evidence of the glass’ chemical stability and allows definition
and selection of the optimal solvent for film deposition.

The dissolution rate of the Ge23Sb7S70 glass when immersed in
different solvents is determined by measuring glass weight loss
as a function of immersion time. Fig. 1(a) shows the log of the dis-
solution rate W as a function of log of amine or OH� concentration.
It is observed that the dissolution rate of the glass when immersed
in KOH at high concentrations (10 mol/L) is significantly higher
than when immersed in NH4OH or other nitrogen-based solvents.
The dissolution rates of the investigated glass when immersed in
nitrogen-based solvents are similar within the experimental error
of the measurements. The same experiments have been performed
on As2S3 bulk glass specimens, which serve as a reference, and
these results are shown in Fig. 1(b). One can notice that the
Ge23Sb7S70 glass dissolves with a similar rate as As2S3 when im-
mersed in KOH but with a higher rate when immersed in NH4OH
and a lower rate in propylamine and butylamine. We propose that
this is due to the less covalent Ge–S bonds dominant in the ternary
glass, as compared to the As–S bonds in As2S3. The lower bond
strength and the difference between the two glasses suggest
Ge–S bonds would be expected to dissolve faster in more polar
solvent such as OH-based solution and slower in organic solvent
such as amine.

The reaction orders are defined as the slope of the log W as a
function of log C. For both glasses, the reaction order of the glass
when immersed in nitrogen-based solvents is approximately equal
to zero, indicating that the solvent concentration has little or no ef-
fect on the dissolution rate. As seen previously [26], when the
glasses are immersed in KOH, there appears to be a change in reac-
tion order from approximately 1 to 0 when the OH� concentration
increases. The dissolution mechanism of the glasses when im-
mersed in KOH can be explained by a two-step dissolution through
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Fig. 1. Log–log plot of reaction rate (W) vs. concentration (C) for de
solid–solution interaction with an intermediate stage of adsorption
of the reactant. This behavior is in agreement with previous obser-
vations for As2S3 [26,33] described by

OH� þMSn=2 $ OH� � � �MSn=2 fast step; ð4Þ
OH� � � �MSn=2 $ HO�Mn�1=2 slow step; ð5Þ

where M is either As or Ge depending on the composition, and n the
number of S atoms shared per unit (3 for As, 4 for Ge). The transition
of the reaction order from 1 to 0 occurs at different KOH concentra-
tion for As2S3 and Ge23Sb7S70 probably due to the slow step of the
two-step process, which depends on the activation energy needed
to break As–S or Ge–S bonds, thus leading to different dissolution
rates. Also shown in Fig. 1 is the reaction order of the glasses when
immersed in nitrogen-based solvents which is found to be indepen-
dent of the concentration. In agreement with a previous study [33],
this may indicate that the dissolution of the glass is controlled by
the direct collision of high kinetic energy ammonium molecules
or amine groups with the As atoms or Ge atoms at the surface of
the glass. In this case, the molecules have low sensitivity to changes
in the solvation layer at the glass surface, and thus are relatively
unaffected by concentration, leading to a reaction order of zero with
respect to the solvent concentration [34].

The composition of the glass surface after immersion in solvent
has been analyzed using EDS coupled with a SEM. No surface com-
position variation of the As2S3 or Ge23Sb7S70 glasses has been mea-
sured when the glasses were immersed in ammonium hydroxide,
propylamine or butylamine. However, the analysis of the surface
composition of the glasses when immersed in KOH reveals the
presence of oxygen, the concentration of which was found to be
dependent on the KOH concentrations as shown in Table 1. Oxygen
was detected at the surface of the glasses only for high concentra-
tions of KOH (>1 mol/L).

3.2. Film deposition

In order to deposit thin films with low surface roughness and
good homogeneity of thickness and optical properties, the film
deposition process has been optimized by examining the effects
of the solvent, the glass to solvent ratio, the time elapsed during
dissolution on the film composition, the effect of spin speed, and
the annealing heat treatment.

3.2.1. Solvents and glass to solvent ratio
Varying amounts of Ge23Sb7S70 glass powder (0.25–2 g) have

been dissolved for 48 h in propylamine and between 2 h and
2 weeks in NH4OH. The composition of the resulting deposited
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Table 1
EDS analysis of surface composition of As2S3 and Ge23Sb7S70 bulk glasses after partial
dissolution in various concentrations of KOH.

KOH concentration
(mol/L)

As2S3 surface
composition (±2 at.%)

Ge23Sb7S70 surface
composition (±2 at.%)

As S O Ge Sb S O

0.01 40 60 0 21 6 73 0
1 36 51 13 21 7 42 30
9 35 51 14 24 6 41 30

Table 2
EDS composition of films deposited from propylamine and NH4OH solutions with
different glass to solvent ratio.

Stirring
duration

Concentration
(g/10 mL)

% Ge
(±2 at.%)

% Sb
(±2 at.%)

% S
(±2 at.%)

Propylamine
6 h 0.5 28 0 72
1 day 0.5 26 3 71
2 days 0.25 23 7 70
2 days 0.5 24 6 70
2 days 1 25 5 70
2 days 2 29 0 71
5 days 0.5 25 5 70

NH4OH
2 h 0.5 17 13 70
2 h 1 11 15 74
2 weeks 0.5 16 10 74
2 weeks 1 5 10 85
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films as measured by EDS are summarized in Table 2. When the
glass is dissolved in 10 mL NH4OH for 2 h and for 2 weeks, the
resulting films are deficient in Ge compared to the bulk. The con-
centration of Ge is even lower in films deposited from a highly
concentrated solution (1 g of the glass in 10 mL of solution). When
0.25 g of glass is dissolved in propylamine for 2 days, the composi-
tion of the resulting film shows no deficiency or excess, corre-
sponding to the composition of the parent bulk glass within the
accuracy of the measurement. For larger amounts of glass
dissolved in 10 mL of propylamine, the composition of the film is
deficient in Sb. It is interesting to note that when 0.25 g of glass
is dissolved in 10 mL of propylamine, no precipitate within the
solution is observed and the solution maintains a green coloration
during the experiment. When the mass of the glass increases to
0.5 g, a small amount of precipitation can be observed in the stirred
solution. The dissolution of 2 g of glass leads to the presence of
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Fig. 2. Thickness and roughness measured by Zygo (a) and transmission spectra (b) o
amplitude. Ge23Sb7S70 to propylamine ratio 0.5 g/10 mL, stirred for 48 h.
large amounts of reddish-brown particulate in the solution, which
then gels into a dark red precipitate mass at the bottom of the vial
below a light yellow layer of solution.

The dissolution duration of 0.5 g of glass in 10 mL of propyl-
amine has been varied from 6 to 120 h. The films prepared from
a solution stirred for 24 h or less are deficient in Sb while the films
from a solution stirred for more than 2 days have similar composi-
tion to that of the bulk within the accuracy of the EDS measure-
ment (±2 at.%).

As shown in Table 2, in order to deposit films with controlled
composition and good stoichiometry, propylamine solvent is more
appropriate than NH4OH. As the film composition depends on sol-
vent concentration and aging of the NH4OH solution, this fact
makes NH4OH unsuitable for solvent-casting application despite
its higher dissolution rate compared to amines. It is also observed
that the composition of the film depends on the ratio between the
mass of glass dissolved and the propylamine solvent and on the
duration of the dissolution. The films from a solution of propyl-
amine stirred for 24 h are deficient in Sb while the films from a
solution stirred for more than 48 h have similar composition to
that of the bulk within the accuracy of the EDS measurement.

As reported elsewhere [13], the glass network of Ge23Sb7S70 is
expected to be formed by SbS3 pyramids and GeS4 tetrahedral units
along with a small number of Sn chains and S8 rings, due to the
presence of excess sulfur. Based on Table 2, it is possible to think
that the GeS4 and S–S units are preferentially dissolved relative
to SbS3 units before saturation of the solution, as indicated by
the deficiency in Sb for solutions with high concentration or short
dissolution time. Therefore, to achieve a film composition similar
to the bulk glass, the solution with a 0.5 g/10 mL glass to solvent
ratio needs to be stirred for at least 48 h to fully dissolve the glass.
Considering both ease of dissolving and composition consistency,
propylamine has been found to be the most appropriate solvent
in this study to dissolve the glass for the deposition of the films
with controlled composition.
3.2.2. Spin-coating parameters
The spin-coating conditions have a significant influence on the

surface quality of the films. The optical spectra of the films show
a periodic variation of the transmission value as a function of
wavelength, as shown in Figs. 2(b) and 3(b). This effect is caused
by the interference between multiple reflections at the two sur-
faces of the film, and is influenced by both the film’s thickness
and its refractive index at that particular wavelength. We consider
the resulting film to be of good uniformity of thickness and optical
properties when the amplitude of the fringes is large and uniform.
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It is interesting to note that a large spacing between fringes indi-
cates a small film thickness.

The thickness and surface roughness of the films as a function of
the wait time before spinning are shown in Fig. 2(a). When the wait
time prior to spinning increases from 2 to 60 s, the resulting film
thickness increases from 600 nm to about 1.20 lm (±5%) and the
RMS roughness increases from approximately 20 to 100 nm
(±2 nm). This is expected to be related to the partial evaporation
of the solvent prior to the spinning. For longer wait times, the solu-
tion on the substrate will have higher viscosity, and therefore
spreads out less under the centrifugal force of spinning leading
to a thicker film. The transmission spectra of the resulting films
are shown in Fig. 2(b). When the wait time increases, the ampli-
tude of the fringes decreases, the uniformity of the fringe ampli-
tude diminishes and the spacing between the fringes increases.
These variations in the transmission spectra confirm the deposition
of a thicker film as shown in Fig. 2(a) and also reveals an increase in
film inhomogeneity (both thickness and optical properties) for
longer wait times.

The effect of variation in spin rate on the surface quality of the
thin films is shown in Fig. 3. Increasing spin rate from a minimum
of 1000 up to 7000 rpm results in a decrease in film thickness from
600 to 120 nm (±5%). Film surface roughness varies from 6 to 3 nm
(±0.5 nm) when the spin rate increases across the same range. This
result is consistent with the increase in the spacing between the
fringes in the transmission spectra observed when the spin rate
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temperatures from 90 to 180 �C for 1 h. Film thickness is around 1.2 lm.
increases as seen in Fig. 3(b). Furthermore, one can notice that
the spin rate has no influence on the amplitude and uniformity
of the transmission spectra fringes, indicating good uniformity in
film thickness and optical properties. Figs. 2 and 3 clearly demon-
strate the ability to deposit thin films with RMS roughness as low
as 5 nm, and controlled and uniform thickness and optical
properties.

3.2.3. Annealing conditions
FTIR is used to verify the presence of residual solvent in the

films and the effects of film annealing. After spinning, the thin
films are annealed at different temperatures for 1 h in order to
evaporate residual propylamine in the film. The infrared transmis-
sion spectra of the resulting films are shown in Fig. 4(a). The spec-
tra exhibit peaks between 2290 and 2380 cm�1 which are related
to the fluctuation of water and CO2 levels in the uncontrolled
atmosphere of the measurement chamber. The FTIR spectra also
show an absorption band in the 2200–3200 cm�1 range, the inten-
sity of which decreases as the annealing temperature increases up
to 180 �C. This absorption band can be assigned to N–H stretch and
to aliphatic C–H stretches confirming the presence of residual sol-
vent in the film annealed at 60 �C [18]. Annealing at higher temper-
ature leads to an attenuation in these bands, indicating a decrease
in the organic solvent content of the film. The films are found to
free of organic content after an annealing at 180 �C in vacuum, as
indicated by the disappearance of these bands in the spectra. The
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extent of minute amounts of residual organic has not been verified
with other, more sensitive techniques.

To study the effects of atmosphere on the optical properties of
the thin films, thin films are also prepared in ambient (air) atmo-
sphere. We observe that the solutions prepared in air tend to pro-
duce more precipitate probably due to the presence of dissolved
oxygen and water [22] present in the solvent used during the dis-
solution process. With the same dissolution and deposition condi-
tions, the films prepared in air have similar composition and
thickness to the films prepared in nitrogen-purged glove box.
However, a larger surface roughness is measured for films pre-
pared in the uncontrolled atmosphere most likely due to residual
undissolved particulate or precipitates of oxide-containing residue.
Films prepared in air have also been annealed in vacuum at differ-
ent temperatures. Their infrared transmission spectra, which are
similar to those of the films prepared in N2 atmosphere, are shown
in Fig. 4(b) and confirm the presence of residual solvent in the thin
film which can be removed using heat treatment at high tempera-
ture. It is interesting to point out that the amplitudes of the absorp-
tion bands related to N–H and C–H in the spectrum of the film
annealed at low temperature are larger when the film is prepared
in air atmosphere as compared to a nitrogen atmosphere. The
transmission spectra of these annealed films are shown in
Fig. 5(a). When the annealing temperature increases, the ampli-
tude of the fringes in the transmission spectrum of the film in-
creases as well as the spacing between these fringes.
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Fig. 6. Effect of post-soft bake annealing temperature on refractive index at
680 nm.
The optical band gap, Eopt
g is determined from the absorption

coefficient values using Tauc’s extrapolation [35], i.e., from the

relationship aðhmÞ ¼ K hm� Eopt
g

� �2
=hm, where K is a constant, and

the optical band gap is defined as the intercept of the plot of
(ahm)1/2 against hm. The effective band gaps of the films with resid-
ual solvent as a function of the annealing temperature are pre-
sented in Fig. 5(b). With increased annealing temperatures, there
is a red-shift of the effective band edge. Using Swanepoel’s method
on the transmission spectra [36,37], the refractive index dispersion
for the films are calculated and shown in Fig. 6 at 680 nm for dif-
ferent annealing temperatures. As seen in Figs. 5(a), (b) and 6,
the loss of the solvent residue as well as the annealing treatment
have a significant effect on the effective optical band edge and
refractive index of the film. As expected, an increase of the anneal-
ing temperature was found to lead to the deposition of films with
(i) lower thickness as seen by the progressive increase of the spac-
ing between the fringes of Fig. 5(a), (ii) reduced effective band gap
as seen in Fig. 5(b) indicating a higher relative permittivity and (iii)
larger refractive index as seen in Fig. 6.

4. Discussion

Based on the above experiments in the Ge23Sb7S70–propylamine
system, the following conditions have been found to be optimal for
depositing high quality films under 1 lm in thickness: (i) 0.5 g of
ground bulk glass dissolved in 10 mL of propylamine; (ii) dissolu-
tion of glass for 48 h with constant stirring at 500 rpm; (iii) mini-
mal wait time before spinning at speeds between 1000 and
3000 rpm; (iv) maintain the dissolution and coating processes un-
der N2 atmosphere and (v) soft-baking followed by annealing at
150–180 �C. Films deposited using the conditions defined above
are further characterized by spectroscopic ellipsometry. The refrac-
tive index of the film at long wavelength n(hm = 0) is found to be
2.02 ± 0.02, which is close to that of the bulk Ge23Sb7S70 glass, mea-
sured at 2.21 ± 0.02 by ellipsometry [38].

5. Conclusions

In this paper, we demonstrate the successful deposition of stoi-
chiometric films of Ge23Sb7S70 using a spin-coating technique. The
dissolution and spin-coating processes are optimized to achieve a
low RMS surface roughness (<5 nm) film with uniform refractive
index and thickness over large areas. Although only one composi-
tion is studied in this paper, the optimization process can be
generalized to other chalcogenide glasses. The resulting film
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quality for the glass composition examined is comparable to other
techniques such as thermal evaporation and pulsed laser deposi-
tion [38], but with a lower cost and higher fabrication flexibility.
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